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Qual i ty and process control 

systems are ever more used to 

support production of heat-treated 

glass products. Distortion and 

flatness scanners, which were 

introduced over two decades ago, 

are now prevalent at high quality 

fabricators and, in recent years, 

there has been growing sensitivity 

to anisotropy, with numerous 

new systems being introduced 

to measure anisotropy during 

production of heat-strengthened 

and tempered glass.

W
e have seen wide-
spread adoption 
of quality and 

process control systems 
to support production of 
heat-treated glass prod-
ucts. Distortion and flat-
ness scanners were intro-
duced over two decades 
ago and are now prevalent 
at high quality fabrica-
tors. Many high profile 
projects now require dis-
tortion measurements to 
be performed on every 
part manufactured. In re-
cent years there has been 
growing sensitivity to ani-
sotropy which may cause 
objectionable levels of iri-
descence. Recently, many 
new systems have been 
introduced to measure ani-
sotropy during production 
of heat-strengthened and 
tempered glass.

We are often asked to ex-
plain why one needs to 
measure both distortion 
and anisotropy. What fol-
lows is a quick overview 
of theses two independent 
physical properties and 
why both should be meas-
ured and controlled. With 
a little explanation it will 
be clear why the answer 
to the question “Do I need 
to measure both distortion 
and anisotropy?” is most 
definitely “yes”.

DISTORTION
When we speak of distor-
tion we are talking about 
localized warpage (devia-
tion from flatness) of the 
glass caused by the heat 
treatment. Glass temper-
ing and heat-strengthening 
involve heating and con-
trolled cooling of the prod-

uct to set up an internal 
stress gradient. This pro-
cess always imparts some 
physical distortion which 
causes reflected images 
to be optically distorted. 
Without automated pro-
cess control this distortion 
can easily reach an objec-
tionable level.
Parts with objectionable 
distortion are a challenge 
for the human to visually 
evaluate in the production 
environment. An objec-
tionable part often remains 
unnoticed until final prod-
uct assembly, or worse yet, 
until after site installation 
which is an extremely ex-
pensive experience.
Examples of two of the more 
prevalent types of glass dis-
tortion, known as roller-
wave and hammer or pocket 
distortion, can be seen in 

Figure 1 and Figure 2.
In addition to controlling 
the high visual quality of 
the end product, measur-
ing and controlling dis-
tortion is critical to any 
downstream processing 
that is sensitive to the 
physical flatness of the 
glass. Production of high 
quality laminated parts is 
especially sensitive to the 
flatness of the monolithic 
components. Fabricators 
who install distortion qual-
ity control systems see sig-
nificant increase in yield 
and are often able to make 
other process improve-
ments such as using thin-
ner interlayer material.
An automated distortion 
scanner is key to mak-
ing top quality tempered 
products. It is technically 
possible to make rudimen-
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Figure 1 - Examples of Roller-Wave and Edge Kink 
in the Field and as Measured Online

Figure 2 - Examples of Hammer/Pocket Distortion 
in the Field and as Measured Online

78 Glass-Technology International 1/2021

Q U A L I T Y  A N D  P R O C E S S  C O N T R O L

tary hand gauge measure-
ments over a small area 
of a small percentage of 
products, but this is re-
source intensive and not 
well suited to large scale 
fabrication. A proper pro-
cess control system re-
quires 100 per cent online 
measurement and imme-
diate feedback. The good 
news is that automated 
distortion inspection sys-
tems have gained wide-
spread acceptance at high 
quality glass fabricators 
since their introduction 
over 20 years ago.

ANISOTROPY
Anisotropy, through the 
associated effect of iri-
descence, manifests as a 
ghostly pattern of dark 

and light areas in a piece 
of glass when it is exposed 
to a polarized light source 
or when viewed through 
polarized sunglasses. The 
industry is quickly react-
ing to evolving customer 
demand to measure and 
control this effect. Be-
low is an example of this 
problem on a high-profile 
building The tempering 
process intentionally cre-
ates high surface and cen-
tre stresses. The goal is 
the theoretically perfectly 
balanced state seen in 
Figure 3. When the stress 
bands are balanced there is 
no net effect on polarized 
light and therefore no pos-
sibility of iridescence. In 
practice there are always 
some areas of unbalanced 

stress as seen in Figure 4. 
These areas of imbalance 
will affect light differently 
based on its state of po-
larization causing ghostly 
iridescence patterns to 
be visible under certain 
lighting conditions. This 
effect is quantified by the 
optical property known as 
retardance which is typi-
cally measured in nano-
metres (nm).

DISTORTION AND 
ANISOTROPY ARE 
DISTINCT AND 
INDEPENDENT
As explained previously, 
distortion and anisotropy 
are distinct properties. This 
makes perfect sense since 
each property has a fun-
damentally different cause. 

Anisotropy is due to an in-
ternal imbalance of stress 
inside the body of the glass. 
Distortion is caused by the 
physical deformation or lo-
cal warpage of the glass. 
Compounding the situation 
is the fact that physical dis-
tortion may relieve some of 
the stress imbalance there-
by actually reducing the 
level of anisotropy.
On this page, we can see 
are typical production 
parts that clearly demon-
strate that distortion and 
anisotropy are distinct and 
independent. The first ex-
ample is a detail view of 
a single part with objec-
tionable pocket distortion 
shown in the left measure-
ment and very low levels 
of anisotropy shown in the 



Figure 3 - Balanced Compression and tension bands

Figure 4 - Imbalanced parabola causes anisotropy

right measurement.
The next example is a 
part with just the opposite 
characteristics. It has very 
low distortion shown in 
the left measurement and 
objectionable levels of ani-
sotropy shown in the right 
measurement.

THE NEED TO 
MEASURE BOTH 
DISTORTION AND 
ANISOTROPY
As evidenced by its wide-
spread adoption since 
the year 2000, distortion 
measurement has proven 
itself a powerful tool for 

controlling the tempering 
and heat strengthening 
process. Anisotropy speci-
fications are a more recent 
requirement and standards 
are still being quickly de-
veloped and implemented. 
It is clear that measure-
ment and control of both 
distortion and anisotropy 
is required to produce the 
highest quality tempered 
and heat-strengthened 

products demanded by the 
industry.
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